REPORT N° 991048

RESULTS

COLOUR FASTNESS TO RUBBING

Standard : UNE-EN ISO 105-X12

Apparatus: Crockmeter

REFERENCE DIRECTIQN DRY STAINING WET STAINING
TEJIDO BALI Warp 5 5

Weft 5 5
TEJIDO DAMA Warp 5 5

Weft ' 5 S
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